






�i ��Impression Trays 
    Metal or plastic upper and lower impression trays 
�i ��Alginate 
    2 scoops, and 1lb. of alginate. 
�i ��Hygienic Mixing Bowls  
    Size varies 
�i ��Spatula 
�i ��Alginate Mixer 
    or by hand 

Haven Ortho does not recommend sending alginate impressions directly to the  
Laboratory. 
 
If impressions are routinely sent directly to the Lab. Kromopan impressing ma-
terial is recommended due to its long-last dimensional stability. 
 
if alginate impressions are used, lightly pack the void of the impression with 
damp (not soaked) paper towels. Then, wrap the entire impression with damp 
paper towels and place in a sealable plastic bag. Do not include the prescription 
paperwork in the same plastic bag. 
 
Prior to placing the seal bag (containing the wrapped impression) in the ship-
ping box, completely surround the bag with packing material to secure it during 
shipping. Fill all voids in the box. Make sure the impression cannot move during 
shipping. To prevent distortion or damage, the impression should not be ex-
posed to extreme temperature conditions (hot or cold). 

Once removed, lightly rinse the impression with tap water and shake off excess  
moisture. Spray the impression with a disinfectant and drain. Do not allow the  
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the solution can erode the alginate. Rinse and wrap in a wet paper towel until 
the work models are poured. For best results, the model should be poured 
within 30 minutes after the suppression is obtained. 
 
If using Kromopan, disinfect, rinse (H), and shake off excess water. Place in a 
sealable plastic bag (I). Do not use wet paper towels or cotton rolls as the    
Kromopan impressions could distort and become brittle. Models can be poured 
up to 48-100 hours after the impression is obtained. 


